BEYOND ASIAN HUB, TOWARD GLOBAL WORLD

TS
TEST REPORT

98, Gyoyukwon-ro, Gwacheon-si, Gyeonggi-do, 13810, Korea TEL 82-43-211-6144 FAX 82-43-211-6148
Report No - TAK-2020-058308 Receipt Date : 2020.04.08.
Representative : Hyuck Yul Lee Test Completion Date :2020.04.27.
Company name : S POLYTECH CO., LTD.

Address + 275, Hansam-ro, Deoksan-myeon, Jincheon-gun, Chungcheongbuk-do, Korea

Sample name : PC SHEET Clear 3T

Test Results

TEST ITEM | UNIT | SAMPLE | RESULT TEST METHOD
Tensile Str_ength(*) ! MPa _ = i 67.4 KS M ISO 527-2 : 2012
Tensile Modulus of Elasticity(*) | GPa - 3.03 ' KS M ISO 527-2 : 2012
Elongation at Break(*) % _ = 112 KS M ISO 527-2 : 2012
Charpy Impact Strength(**) _7 kJ/m? - 82(P) | KS M ISO 179-1 : 2012

. : ! : T 'KS M ISO 306 : 2013(

Vicat Softening Temperature i C | | 146 'Method B120)
Temdperature of Deflection under © : _ 137 | KS M ISO 75-2 : 2013(
Loa ‘ : | 'Method A)

* Specimen: Type 1B, Speed of Testing: 50 mm/min(Modulus: 1 mm/min)
" 1eA, Thickness of Specimen: 2.9 mm

- Usage of Report : For approval of supply source

Nole : 1. The test results of this test report are only limited in to the samples and sample names provided by the client and do not
guarantee the quality of all products of the client. You Can check website (www.kir.or.kr) or QR code to verify
the authenticity of the certificate.
2. This test report shall be used only within the purpose of its defined usage and shall not be used for public relation,
advertisernent and lawsuit,
3. This test report is only valid when printed on KTR original report paper with hologram and when re-issued by KTR.
The copy and the electronic file of the test report are only for reference,
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